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Modification or Addition to Improvement
Standards and Details

Modification Number: 22-2

Effective Date of Change: 8/8/08

Modification:
1. 22-2 AGGREGATE BASE - Remove "The amount of reclaimed material shall not exceed

fifty percent (50%) of the total volume of the aggregate used."
2. 22-2 AGGREGATE BASE - Add" Aggregate must be clean and free from organic matter and

other deleterious substances. Aggregate must consist of any combination of :
Broken Stone, Crushed Gravel, Natural rough surfaced gravel, Sand, Up to 100 percent of any
combination of processed:
Asphalt Concrete, Portland Cement Concrete, Lean Concrete Base, Cement Treated Base

( Effect of Modification:

1. Achieve consistency with Standard Specifications Amendments allowing up to LOO% reclaimed

materials in Aggregate Base

Request for Modification Initiated By:
Supervising Construction Inspector

Modification Reviewed for Conformity and
Consistency to Standards: 73~CitCg¡
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Modification to Improvement Standards Approved:
Director, f Public Works
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